Traditional Range Technical Data Sheet

BRICKWORKS
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- B : Exposure . .
Traditional Acland Cream | CQLD 230 110 76 Dw1 48.5 400 >12 10 0.5-2.5 12 Grade Slight Slight 27.3

. Exposure " "
Traditional Belmore Grey CQLD 230 110 76 Dw1l 48.5 400 >12 10 0.5-2.5 1.2 Grade Slight Slight 11.4

- _ Exposure " "
Traditional Chapel Red CQLD 230 110 76 Dwi1 48.5 400 >12 10 0.5-2.5 12 Grade Slight Slight 9.4

. . Exposure " "
Traditional Domain Terracotta CQLD 230 110 76 Dw1 485 400 >12 10 0.5-2.5 12 Grade Slight Slight 17.1

Exposure

Traditional Lygon Coffee Xl CQLD 230 110 76 Dwi 48.5 400 >12 10 0.5-25 1.2 Grade Slight Slight 11.6

. Exposure . "
Traditional Spencer Tan CQLD 230 110 76 Dwi 48.5 400 >12 10 0.5-25 1.2 Grade Slight Slight 6.8

This Data represents average results from commercial production lots.
If specific test results are required, sample should be taken from current production lots.

AUSTRALIAN STANDARD TEST METHODS AS/NSZ 4456 ARE USED AS APPLICABLE.
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